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Applicant :COOKSON ALPHA METAL(SHENZHEN)CO., LTD. 
Address  :TANGXIAYONG VILLAGE, SONGGANG TOWN, BAO’AN DISTRICT,  

SHENZHEN CITY 
 
Report on the submitted sample said to be: 
Sample Name      :SLS65 Flux 
Sample Description    :Transparent liquid 
Supplier :Cookson Alpha 
Manufacturer          :Cookson Alpha 
Sample Received Date :Mar. 5, 2008 
Testing Period         :Mar. 5, 2008 to Mar. 8, 2008 

 
Test Requested :As specified by client, to determine the Chlorine and Bromine contents 

in the submitted sample. 
 
Test Method: 

Tested Items Pretreatment Method Measured Equipment Report Limit

Chlorine (Cl) Refer to EN14582 IC 10ppm 

Bromine (Br) Refer to EN14582 IC 10ppm 

 
Test Results: Please refer to the following page(s). 
 
 
 
 
 
 
 
 
Tested   by                                     Inspected by                      
                               
Approved by                                     Date              Mar. 8, 2008    

 Technical Manager 
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Test Results:     
 

Tested Items Contents 
Chlorine (Cl) N.D. 
Bromine (Br) N.D. 

Note:     -N.D. = Not Detected (<report limit)       
-ppm = mg/kg=parts per million 

 
Test Process: 
  
 
 
 
 
 
 
 
 

 

 

 

 

 

 

 

 

 

Weigh sample and place it 
in a combustion flask  

Fill the flask with 
oxygen  

Combust the sample in the 
combustion flask 

Transfer the sample solution 
into a volumetric flask  Analyzed by IC 

Make up with 
ultra-purity water 
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Photo of the sample 

 

 

 

 

 

 

 

 

 
*** End  of  report *** 

 
This report is considered invalidated without the Special Seal for Inspection of the CTI, This report shall not be altered, 

increased or deleted. The results shown in this test report refer only to the sample(s) tested. Without written approval of CTI, 

this test report shall not be copied except in full and published as advertisement. 

 

 


